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Company Name: CMG Trading Co., Limited
Flat 08A, 19/F, China Shipbuilding Tower,650 Cheung Sha Wan Road,Lai Chi Kok, Kowloon, Hong
Kong

The following sample(s) was/were submitted and identified on behalf of the clients as :Grillz

SGS Job No : CP 19-49189 - GZ

Date of Sample Received : 07 April 2026

Testing Period : 07 Apr 2026- 06 May 2026

Brand Name : CMG

Material : AU755

Test Methods : Please refer to next page(s)

Test Results : Please refer to next page(s)

Conclusion: The tested sample CMG Girillz (AU755) meets the

requirement of 18K gold standard.

Signed for and on behalf of
SGS-CSTC Standards technical Services Co.,Ltd.Guangzhou Branch

Jessio Ui

Jessilie Li

Approved Signatory

Unless ulharwiss agreed in wrlllng Ihls documant is issued by the Company subject to its General Conditions of Service printed
overleaf, on t or at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic Documents at 7 .$gs.com/en/ lerms-an Cnndillonsﬂermﬁ e-Document.aspx.
Attention is drawn to the limitation of liability, indemnification an% urisdiction Issues defined therein. Any holder of this aocumanl s
advised that information contained hereon reflects the Company’s findings at the time of its intervention only and within the limits of
Client's instructions, if any. The Company's sole responsibility is to its Cllarll and this document daa; not exonerate partlas to a
transaction from exerclsing all their rights and obligations un er Iha This cannot be

except in full, without prior written app | of the C hori. for?ery or falsification of the content or
appearance of this document is unlawful and offenders may be proseculed to lhe fullest exlent of the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) tested .

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com
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Test Result(s):

1.Regulation ISO 11426 / ISO 15093,

Test Methods:Fire Assay / ICP-OES AnalysisReference
(ICP-OES).

Test Item(s) Sample No. Unit DL Result(s)

1 % 75.5 75.7

Gold Content (Au) 2 % 75.5 75.6

3 % 75.5 75.6

Sample photo:

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at http://www.sgs.col aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic Documents at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.
Attention is drawn to the limitation of liability, indemnification ané urisdiction Issues defined therein. Any holder of this document is
advised that information contained hereon reflects the Company’s findings at the time of its intervention only and within the limits of
Client’s instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
" e - except in full, without prior written approval of the Company. Any unauthorized alteration, for?ery or falsification of the content or
o il 4 i appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
Inspection & Testing Services <45’ results shown in this test report refer only to the sample(s) tested .
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